Recipe Name Nepean tenmoku

Cone

Firing 'Reduction
Test Sample IDs

Ingredients

10

Surface Semiglossy

Color black, brown break

Recipe Set High Fire

% or
Amt.

Feldspar--Potash

34.3

Whiting

14.4

Eckalite

10.3

40.9

£ et s e

Add

Iron Oxide~-Red

88.9

8.0
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Date Created
05/09/2005
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H
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0.04 | 0.08

Pate Printed
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Glaze Photo

$/1b




